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CERTIFICATE OF ANALYSIS 
                                                
       

SPECIFICATION INDEX. PASTE PVC RESIN 

PRODUCT MODEL TPM-31 

Product Standard Q/TWPVC004-2014 

ITEM TEST RESULT 

Viscosity or K VALUE 
1230-1430 

(69-72) 
Bulk Density  g/ml≥ 
 0.25 

Volatile Matter   %≤ 

 
0.40 

Filtering time  s≤ 
 70 

Standard paste viscosity(B type) mPa.s≤ 
 3000 

S-type mobility  g/100S ≥ 
 300 

Number of impurities particles  ≤ 
 12 

Scraper fineness  μm≤ 
 60 

VCM residual  μg/g≤ 
 5 
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